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Rotational Testing of Pre–Engineered Connectors under Design Load 
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Figure 18: Collar bolt yield-

ing at RICON S VS 200x80 

connector 

Figure 20: Elastic deformation at 

V-Notch 

Figure 21: Early weld failure at 

collar bolt 

Figure 19: Flange yielding at RICON S VS 200x80 
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Find more resources for our modern timber connection 

systems, including technical design data, installation 

guides, CAD files, videos, research data and more white  

papers on our website  

 www.my-ti-con.com 

 

Or  

 Contact us 
 

sales@my-ti-con.com 

1- 866.899.4090  

  

Technical Support  

info@my-ti-con.com 

1- 866.899.4090  

  

WOOD you like to CONNECT? 
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